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TEST DATA

WATER CONTENT
7 WATER. DRY WEIGHT
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SHEAR STRENGTH
TONS / SO.FT.
20.30.40.50.680

WET DENSITY
POUNDS / CU.FT.
6080 100 120 140

NORMAL STRESS|
TONS / SO.FT.
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LIGUID LIMIT (PERCENT)
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SHEAR STRENGTH DATA

T.S.F.

SHEAR STRENGTH,

K
q& 8.2 0.4 8.6 0.8 1.0 1.2 1.4
NORMAL STRESS., T.S.F.

NOTES

0 - (UC) UNCONFINED COMPRESSION TEST

®- (0) UNCONSOLIDATED - UNDRAINED TRIAXIAL SHEAR TEST

a- (R) CONSOLIDATED - UNDRAINED TRIAXIAL SHEAR TEST

M- (S) CONSOLIDATED - DRAINED DIRECT SHEAR TEST

Wp WON YL ArTERBERG LIMITS

BORING WAS TAKEN WITH A 5 INCH DIAMETER
STEEL TUBE PISTON TYPE SAMPLER.

FOR SOIL BORING LEGEND SEE PLATE A.

FOR LOCATION OF BORINGS SEE PLATE

FOR DETAILED TEST DATA SEE
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